Adeotas

LABORATUVAR TEST RAPORU/LAB. TEST REPORT

TESTIN ADI/TEST
MUSTERiI/CUSTOMER

URUN ADI/PRODUCT NAME
EKIPMAN ADI/EQUIPMENT
EKIPMAN KODU/EQUIPMENT CODE

TEST STANDARDI/METHOD

: YANMA TESTi

. 30/10mm 50 DNS AKUSTIK LABIRENT SUNGER
: YANMA KABINi
: 90-09

: 9528EC/ECER118/MVSS302/1SO 3795

TARIH/DATE

RAPOR NO/NO

URUN KODU/PRODUCT CODE
ORTAM SICAKLIGI/TEMPERATURE

ORTAM NEMIi/RH

1 7/12/2019

: 120719/005
: LBR30/10 - 50D
1 23°C

: 50%

NUMUNE iLE iLGiLi BILGILER/SAMPLE INFO

MALZEME ADI/MATERIAL : 30/10 mm 50DNS AKUSTIK LABIRENT SUNGER MALZEME KODU/MATERIAL CODE : LBR30/10- 50D
LOT NO/BATCH NO : 190711-013 KALINLIK/THICKNESS : 30 mm
EN/WIDTH : 100mm BOY/LENGTH : 356mm
TESTLE iLGiLi BILGILER/TEST INFO
SURE/TIME : 15 SN ALEVE TUTMA SURESI
TEST KOSULLARI/TEST CONDITIONS
SONUGLAR/RESULTS
OLCULEN DEGERLER/MEASUREMENTS
SURE MESAFE | ceeieiiee | e | e

1. NUMUNE/SAMPLE - -

2. NUMUNE/SAMPLE - -

3. NUMUNE/SAMPLE - -

4. NUMUNE/SAMPLE

5. NUMUNE/SAMPLE
HESAPLAMA/CALCULATION:
* [ALEV ILERLEME MESAFESI (MM) X 60] / SURE (SN)

SENBR: YANMA ORANI HESAPLANAMADAN KENDi KENDINE SONDU
SE: iLK 38 MM DE KENDi KENDINE SONDU
1.NUM./SAMPLE| 2.NUM./SAMPLE| 3.NUM./SAMPLE |4.NUM./SAMPLE | 5.NUM./SAMPLE OE\T//;;Q;A?/
SONUCLAR/RESULTS SE SENBR SENBR SENBR

TESTi YAPAN/PERFORMED BY

FRM.KK.11/22.03.2017/02

ONAYLAYAN/APPROVED BY




